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BTl m % BB ERERi R #ER (The following sample(s) was/were submitted and identified by the applicant
as) :

IR (Sample Submitted By) i BABERMHBRAS (HORING LIH INDUSTRIAL CO., LTD.)

&8 (Sample Name) :  SMOKE TESTER SPRAY

o 22 5% (Style/Item No.) : AH-03151

o 3
]jD

Wz H(Sample Receiving Date) : 04-May-2026

HIEH HAR (Testing Period) : 04-May-2026 to 15-May-2026
B &K (Test Requested) RIBEEFIEE - 2£%RoHS 2011/65/EU Annex I X E1E3T38<(EVU) 2015/863 A5,

i~ 8~ ok - NEBES - ZIREEK - ZIREEKEE, DBP, BBP, DEHP, DIBP - (As
specified by cllent, with reference to RoHS 2011/65/EU Annex Il and amending
Directive (EU) 2015/863 to determine Cadmium, Lead, Mercury, Cr(VI), PBBs,
PBDEs, DBP, BBP, DEHP, DIBP contents in the submitted sample(s).)

B 4R (Test Results) : FE2RB T —H& (Please refer to following pages.)

“& # (Conclusion) : RIEEFEHMGMR - Hif - &5 5k - NEE - ZREX - ZRECKE: DBP,
BBP, DEHP, DIBPEYHIER 45 R TS RoHS 2011/65/EU Annex |EE{EFTHE< (EU)
2015/8637BR1EZESK - (Based on the performed tests on submitted sample(s),
the test results of Cadmium, Lead, Mercury, Cr(VI), PBBs, PBDEs, DBP, BBP,
DEHP, DIBP comply with the limits as set by RoHS Directive (EU) 2015/863
amending Annex Il to Directive 2011/65/EU.)
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Signed for and on behalf o A mwaes
SGS TAIWAN LTD.

Chemical Laboratory - Taipei

PIN CODE: C060079E
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B BRI (Test Part Description)
No.l . BHE7ES (TRANSPARENT LIQUID)

B 45 R (Test Results)

AEIER BEAE =Ry MDL =R PR{E
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1l
#® (Cd) (Cadmium (Cd)) £%E|EC 62321-5: 2013 - IKEREERE | mg/kg 2 n.d. 100

BEETNRE B O o (With reference to IEC
62321-5: 2013, analysis was performed

by ICP-OES.)
54 (Pb) (Lead (Pb)) ZZ(EC 62321-5: 2013 - LIRERRSER | mg/kg | 2 nd. | 1000

EEHTLREE DT - (With reference to IEC
62321-5: 2013, analysis was performed
by ICP-OES.)

7 (Hg) (Mercury (Hg)) £2Z|EC 62321-4: 2013+ AMD1: 2017 - mg/kg 2 n.d. 1000
PR ERR S BIR B L E AT - (With
reference to IEC 62321-4: 2013+ AMD1:
2017, analysis was performed by ICP-

OES)
NBEE Cr(VI) (Hexavalent Chromium £%E|EC 62321-7-2: 2017 - DIEIMNE-TTR | mg/kg 8 n.d. 1000
Cr(V1)) HAHHEET DT - (With reference to

IEC 62321-7-2: 2017, analysis was
performed by UV-VIS.)

AR PR T XPHEs (BBP) (Butyl benzyl mg/kg 50 n.d. 1000
phthalate (BBP))

X _H#E T s (DBP) (Dibutyl £%E|EC 62321-8: 2017 - DImtEENE/E | mg/kg 50 n.d. 1000
phthalate (DBP)) EEDMT - (With reference to IEC 62321-

ME PR (2-2ECE)E (DEHP) (Di- |8: 2017, analysis was performed by mg/kg 50 n.d. 1000
(2-ethylhexyl) phthalate (DEHP)) GC/MS.)

#R _EPEE 52T B (DIBP) (Diisobutyl mg/kg | 50 n.d. 1000

phthalate (DIBP))
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AFIER AFTE Bl MDL mR RiE
(Test Items) (Method) (Unit) (Result)| (Limit)
No.1l

— 2B (Monobromobiphenyl) mg/kg 5 n.d. -
:;EE@‘%“ # (Dibromobiphenyl) mg/kg 5 n.d. -
—REER (Tribromobiphenyl) mg/kg 5 n.d. -
JRELZE (Tetrabromobiphenyl) mg/kg 5 n.d. -
TREEK (Pentabromobiphenyl) mg/kg 5 n.d. -
7REEE (Hexabromobiphenyl) mg/kg 5 n.d. -
2RI (Heptabromobiphenyl) mg/kg 5 n.d. -
JUEEES (Octabromobiphenyl) mg/kg 5 n.d. -
TUREER (Nonabromobiphenyl) mg/kg 5 n.d. -
Rt (Decabromobiphenyl) 2 #|EC 62321-6: 2015 - LismAE@r#/&E | mg/kg | 5 n.d. -

ZRFRH (Sum of PBBs) AT - (With reference to IEC 62321- | mg/kg - n.d. 1000
—IRHEEE (Monobromodiphenyl ether)  [6: 2015, analysis was performed by mg/kg 5 n.d. -
T REEEE (Dibromodiphenyl ether) GC/MS.) mg/kg 5 n.d. -
—REEBE (Tribromodiphenyl ether) mg/kg 5 n.d. -
MREE AR (Tetrabromodiphenyl ether) mg/kg 5 n.d. -
RHEARE (Pentabromodiphenyl ether) mg/kg 5 n.d. -
TNRERES (Hexabromodiphenyl ether) mg/kg 5 n.d. -
LR REE (Heptabromodiphenyl ether) mg/kg 5 n.d. -
JUREEREE (Octabromodiphenyl ether) mg/kg 5 n.d. -
JUREE KB (Nonabromodiphenyl ether) mg/kg 5 n.d. -
R KB (Decabromodiphenyl ether) mg/kg 5 n.d. -

Z IR B (Sum of PBDEs) mg/kg - n.d. 1000
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Bzt (Note) :
1. mg/kg = ppm ; 0.1wt% = 0.1% = 1000ppm
. MDL = Method Detection Limit (7741 RI1BR1E)
. n.d. = Not Detected (kt#&2) ; /\i8MDL / Less than MDL
. "-" = Not Regulated (FE#1&1E)
.BRIESE AR - 2RILAC-G8:09/2019RERR - FRABERWIRAIZ Z2Aw=0ETRHESHHE ; RIBURA - &
BER AT GLIAR & RBEREMIEE - (Unless otherwise stated , the decision rule for conformity reporting
is based on Binary Statement for Simple Acceptance Rule (w=0) stated in ILAC-G8:09/2019. According to this
rule, the judgement of conformity is based on the comparing test results with limits.)

U W N
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B2 ERERE / Analytical flow chart of heavy metal

RBUTHREE ZIRHE - Kmex2 8 o ( ANERAE AR )
These samples were dissolved totally by pre-conditioning method according to below flow chart.
( Cr®* test method excluded )

| BY# - #&*m / Cutting - Preparation |
v

| AR mES / Sample measurement |

' | M Crv)
#4 Pb/#® Cd/& Hg v v
\ 4
— — FEEE / Non-metal £E / Metal
FRTRE iR 8/ B RAMGE TR R | = | | = |
Acid digestion with microwave / hot plate ABS/PC/PVC | Rit#5/Others v
* v v HBKZERR / Boiling
Dﬁ%;{ﬁf@ﬁ@b/ %{}:5;)516O°CT water extraction
B8 / Fi ; issolving by B igesting
18I / Filtration ultrasonication at 150~160°C +

| v v RAMEIBERm /
+ + 0 CIRE TR E N BUKE / Cool, filter digestate
e . N R H1E / Digesting at Separating to get h h fil
A& / Solution 578 / Residue % 9 agueousgphage through filter
uItrasonlcatlon +
v . | A
s o v HDA%&E%;J,@E%/
;; E;éiwﬂ/ﬁf ; ﬁlgfthoft;s'o; e | #B% pH / pH adjustment | caﬁ)da(iiccjilgfc?rngo_lor
jodakidl Issolv ¢ development
! l MAREE#ZEE /Add dlf)henyl *
A carbazide for color development LSS B3 s it

PR FERB & AR SRS CRE B AT/
Analysis was performed by ICP-OES

v

v

4% / Data

DUERANE-TI RS - ERREE
ETE 540 nm WIRILE /
Measure the absorbance at
540 nm by UV-Vis
spectrophotometer

v

% / Data

& SHRmBERE
540 nm RITRULE /
Measure the
absorbance at
540 nm by UV-Vis
spectrophotometer

v

#i§ /Data |
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LREE/Z R RS TRIZEE / Analytical flow chart - PBBs/PBDEs

YR AHER / First testing process _—
EEMERIERF / Optional screen process  =sss=am
H&=3#2F / Confirmation process -

BT / Sample pretreatment
v

YIER 347/ Screen analysis

'IllllIllllIlllllllllrlllllllllllllIllllll

v

£ O

=mZsHY / Sample extraction
R EFERUE / Soxhlet method

1
v

BRI/
Concentrate/Dilute extracted solution

1
v

HEVEAIE / Filter

1
v

RMEBERE / GC/MS

1
v

2148/ Data
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o288 % 53 1772 E / Analytical flow chart - Phthalate

[ Al 5 3%/Test method: IEC 62321-8]

HmAIRE/ A /
Sample pretreatment/separation

'

@ THF WS RREAREEE /
Sample dissolved/extracted by THF

EHREE /
Dilute extracted solution

|

SEETERZEDNT /
Analysis was performed by GC/MS

'

g/
Data
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*BRPUMAFEER - AIRRSBERE 2% m/3 . *
(The tested sample / part is marked by an arrow if it's shown on the photo.)

ETR26500013

|

. oL
Juf i

** ${ELE (End of Report) **
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